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CUSTOMER NAME: XIAMEN HQ MOUNT TECH CO.LTD 

ADDRESS: UNIT 808, NO.466, XINGLINWAN ROAD, JIMEIDISTRICT, XIAMEN 

 

Sample Name : EPDM RUBBER 2 

Above information and sample(s) was/were submitted and confirmed by the client. SGS, however, 
assumes no responsibility to verify the accuracy, adequacy and completeness of the sample 
information provided by client. 

*********** 
SGS Ref. No. : GZIN1910057361MR 

Date of Receipt  : Oct 25, 2019 

Testing Start Date  : Oct 25, 2019 

Testing End Date : Oct 31, 2019 

Test result(s)    : For further details, please refer to the following page(s) 
(Unless otherwise stated the results shown in this test report refer only to 
the sample(s) tested) 

******** To be continued******** 
 
 
 
 
 
 
 
Signed for 
SGS-CSTC Standards Technical  
Services Co.，Ltd Xiamen Branch 
Testing Center 
 
 
  
Bryan Hong          

Authorized signatory 
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Summary of Results: 

No. Test Item  Test Method Result 

1  
Major Composition Qualitative 

Analysis 
GB/T 7764-2017 

Ethylene-propylene-

diene 

monomer(EPDM) 

 

Original Sample Photo: 

 
Sample A 

SGS authenticate the photos on original report only  
******** To be continued******** 
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Test Item: Major Composition Qualitative Analysis 

Sample Description: Rubber part 

Test Method: GB/T 7764-2017, analysis was performed by FTIR. 

Sample Technique: High thermal degradation for films  

Test Result: 

Sample Major composition 

A 
 Ethylene-propylene-diene monomer(EPDM) 

(FTIR spectrum see Fig.1) 

 

Fig.1 

 

******** To be continued******** 
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Equipment Information:  

Equipment Model Equipment No. Calibration date 
Next Calibration 

date 

FTIR NICOLET 5700 GZMR-PL-E028 2019-08-15 2020-08-14 
Note: The above test was carried out by SGS-CSTC Standards Technical Services Co., Ltd. Guangzhou Branch. 

******** End of report******** 
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